APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

61-18828
Archangelskil, D. N., Rogovin, Z. A., and
Konkin, A. A. 1. Archangelskii, D. N.

EFFECT OF CONCENTRATION AND NATURE OF 1f. Rogovin, Z. A.

ACIDS AND SULFATES USED ON THE SAPONIFICA-{11l. Konkin, A. A.

TION RATE OF CELLULOSE XANTHATE. Com- IV, Title: Investigations...

munication 1 of Investigations on the Process of

Viscose Fiber Formation. [1961][12)p. 12 refs.

Order from OTS or SLA $1.60 61-16628

Trans. of Khim[icheskie] Volokna (USSR) 1959, no. 4,
p. 23-26.

DESCRIPTORS: *Cellujose, *Xanthic acids, Hy-
drolysis, Sulfurlc acid, Hydrochloric acid, Phoaphoric
acid, Acids, Sulfates, Chemical reactions,
Precipitation.

A method has been developed for determining the effecy
of the components In the precipitating bath on the

saponification rate of cellulose xanthate. The rate of OHice of Techaical Services
(Chemistry--Physical, TT, v. 7, no. 2) (over)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

¢1-1022)
fManilyuk, A, S i

METHOD TO REDUCE THE CLOGGING OF SPIN- i. Synthetic fihera- -Processing

NERETTES. Sep (0 [3]p 2. Textlles- -Proceasing

Under from F.Cor 81 A naSt w081 S0 €1-10223 | 3. Textlle industry - -Equipment

4. Title: Spinnerctten

Trans. of Khimicheskly Yolokna (USSR) 1959, no. 4. I. Danilyuk, A. §

p €1-02, '

l
Pilin tosts st the Kalinin combine with a filter mounted ““3 ’9.0

in front of the operating spinnerette are reported.
Prellminary results are encouraging.

(Materisls --Textilen, TT, v. 3, m0. 4)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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Method for Determining the Completed Dissolution of

Cellulose in the VA Apparatus, by B. T. Abovskly,
etal.

At

NLL M. 3053

RUSSIAN, per, Khim Volokna, No &, 1959, pp 62-6k.

/FE, 90/
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Rozenberg, A. Ya, and Viasova, G. N.
DETERMINATION OF SULPHATE IONS BY DIRECT
TITRATION WITH ALIZARINE S (Opredelenie Sulfat-
ionov Mctodom Pryamogo Titrovaniya s Indikatorom
Alizartnom-S). July 61[S]p. 2 refs. RTS 1877.

Order from OTS or SLA $1.10 61-23667

Trans. of Khimicheskie Yolokna (USSR) 1959, no. 4,
p. 67-68:

DESCRIPTORS: *Sulfatcs, lons, Determination,
Cellulose, Titration.

A volumetric procedure was devised for determination
of sulphates In the spinning bath and effluent liquor,
and for use during complete analysis of the spinning
cake. The method makes possible the determination of
sulphates with an error not more that 1 or 2. (Author)

SLP T T- eB-/p007
Y R St LY

i. Rozenberg, A. Ya.
fi. Viasova, G. N.
m. RTS-1877
Department of Sclentific

.

APPROVED FOR RELEASE: Monday, July 28, 2003

61-23667

and Industrial Research
{Gt. Brit.)

160595

Ofioe of Tovknionl Serviees

CIA-RDP91-00929R000100390064-9
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»

+ otn e e L nm

— peternining the Molecular Neight of
Polyethyleneterephthalate From
the Terminal Radicals, by §. P. Matveyeva,

V. A, Mysgkov, 8 pp.

RUSSIAN, per, Khimicheskiye Volokna,
No 5, pp 18-21, 1958, 9217520

NASA TT Fe181
S¢i =Chow

L8, 430
Feb 64
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Goller, A. A. and Pakshver, A. B.
INVESTIGATION OF A PROCESS OF DYBING OF A
POLYACRYLONITRILE FIBER, COMMUNICATION 1.
[1961] 7p. 8 refs.

Order from OTS or SLA $1.10 61-20709

Another trans. {s available from ATS $9.00 as
ATS-89M46R [1960] 5p.

DESCRIPTORS: *Synthetic fibers, Colors, *Dyes,
Effectivencss, Textiles, ®Acrylonitriles, *Polymers,
Procesaing, Fibers.

Trans. of Khimicheskle Volokng (USSR) 1959, no. 6,
p. 18-17

It is shown that upon formation, stretching, finishing
and drying of the fiber & markad tightening of the
structure occurs which 1s expressed in the sharp de-
crease of the diffusion coefficient of dyes within the
(Materials--Textiles, TT, v. 7, no. {over)

61-20709
I. Geller, A. A.
Il. Pakshver, A. B.

ATS/RY- 2 9 7¢/

Office of Techalcal Services
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61-12359

ha . S. A. and Rogovin, Z. A, .
SI:‘:N!IXG":)F POLYPROPYLENE ]FIBER FROM A 1. Sgumhgl’c. l(gen---
C STATE. [1960] 8p.
gﬂiﬁsﬁﬂ $15.20 [ i ATS-33M4UR 2. Pmmmn--
Tram. of Khim{icheskiy] Volokna (USSH) 1959, 1. Nechayeva, S. A.

| ¥ 7, 0y IV . Assoctated Technical

no. 6, pit-tr

Services, Inc,, Eant
Orenge, N. }.

AT /RT-2973

OMon of Tochnies! Sarviese

(Materials--Texiiles, TT, v. 5. m, 5)
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61-12784
Virezub, A. I., Ginzberg, M. A. and others. i
DEVELOPMENT OF A CONTINUOUS METHOD FOR 1. Cellulose--Processing
DEAERATING VISCOSE SOLUTIONS. [1960]) Sp. 1. Virezub, A. I
Order from ATS §9. 80 ATS-87M46R | 11. Ginzberg, M. A.
. {ll. ATS-87M46R
Trana. of Khim{icheskly] Volokna (USSR) 1959, no. 6, | IV. Assoclated Technical
P K1 B, & RN DY S Services, Inc., B.'t
Orange, N. |.

ol

15155"

(Materials--Wood, TT, v. §, no. 8)
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63-10786
Nemchenko, E. A.
ELASTIC PROPERTIES OF STAPLE FIBERS. 1. Nemchenko, E. A.
22 June 62, 10p.
Order from OTS or SLA $1.10 63-10786

Trans. of Khim[icheskie] Volokna (USSR) 1959, no. 6,
p. 47-49. —

DESCRIPTORS: *Fibers, *Elasticity, Compressive

properties, Volume, Alr, Textiles, Measurement,
Fibers (Synthetic).

(Materiala--Textiles, TT, v. 9, no. 12}

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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The Problem of the Evaluation of the Quality of
Vigcoase 0cllulosz, by A. G Yaguuskaya.

RUSSIAN, per, Khim Volokna, No 1, 1960, pp 23-26.
DSIR LIU M. 2284

Sei - Chem

J67 F37

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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CIA-RDP91-00929R000100390064-9

lotarey, B M. and Bork, Z. V.
PREPARATION OF VISOOSE WITH THE ADDITION
OP SODIUM ZINCATE, tr. by L Cawronska,
20 July 60, 10p. 4 refs. Courtaulds Misc. 1 it. 3190;
(OSIR 11U M. 2326,
Order from 1.C or SI.A mi$1. B0, ph$l. B0 61-15466

Trans. of Khimficheskly] Volok[na] (USSR) 1960, na. 1,
P2y

The sddition of sodium zincate to steeping soda in
amounts from 3.3 to 6. 6 g. (calculated as zinc oxide)
per 1 kg. of vi prod vl of normal
compoaition and quality, If alka)i cetlulose I3 xan-
thated with amounting to 30-25% of the (Y-cetlu-
lose welght In the YA apparatus under normal techno-
logical conditions. The addition of sodium zincate
carried out during preparation of the viscose In-
cresses (ts filterabllity. Viscoies prepared with the
addition of sodium zincate sre more stable than those
without it, amd this affects the process of filanwat
sprnnbge (Authesr )

APPROVED FOR RELEASE: Monday, July 28, 2003

61-15466

. Cellulose--Preparation

. Sodium compounds--
Chemlcal reactfons

. Lotarev, B M.

. Bork, Z. V.

. Courtaulds ML.-3190

. DSIR LLU M. 2226

. Courtaulds Ltd. Gt. Brit. )

jovtd

OMice of Technicol Sorvices

(Engineering--Chemical,
TT, v. S no. 13}

CIA-RDP91-00929R000100390064-9
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Volf, L. A., Meos, A. 1., and Inkina, S. A.
COMPLEXOMETRIC DETERMINATION OF SODIUM
SULPHATE IN PRECIPITATION BATHS IN THE PRO-
DUCTION OF MAN-MADE FIBRES, tr. by
I. Gawronsks, 4 Aug 60, 5p. 5 refs. Courtaulds Misc.
Lit. 3191; {DSIR LLU] M.3191,

Order from LC or SLA m($1.80, ph$1.80 61-15469

Trans. of Khim{Icheskly] Volok{na] (USSR) 1960,
unichesky] Volokoa]

no. 1, p. IF°

The substituted Zn catlons were titrated with Com-
plexone 111 In the presence of Chromogene Black. The
end polnt was recognized by the sharp change of the
wine-red color to pure blue. The experiments were
carried out with spinning baths from & viscosc plant
(Ha504, Ns » Zn504) and from s polyvinyl alcohol
fibre plant 2§o4 and ZnSO4). The accuracy of the
method was assessed by comparison with the resulis
of gravimetric analysls, The completc analysis re-
qQuires only 10 to L5 minutes and is entirely suitable
for practical application.

61-15465

I. Sodium sulfates--
Determination
2. Synthetic Nters--
Production
1.Volf, L. A,
Il. Meos, A, L.
Il . tnkina, S, A,
IV . Courtaulds ML-3191
V. DSIR LLU M,2329
V1. Courtaulds Ltd. (Gt. Brit.)

jhuh.y

OMce of Tochnicel Sorvices

{Materials--Textiles,
TT. v. 5. no. 12)
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Goryachko, G. V., tarlonov, N. | , and
Glazkovskty, Yu. V.
ULTRASONIC CLEANING OF SPINNING JETS. 10 iw
1 Gawronska. 11 Aug 60, 4p. 5 refs. Courtaulds
Misc. Lit. 3193; [DSIR LLUJ M. 2335,
Order from LC or SLA mi$l.80, th$1.80  61-15473

Trans. of Khim[icheskiy] Volok[na] (USSR) 1960, no. 1,
p. 51-52. 7

Another translation s available from ATS $6.00 as
ATS-S0M47R (1960] Jp.

An ultrasonic generator with a power up to 10 kilowarte
with magnctostrictive vibrators, operating with a fre-
quency of 20-22 ktlocycles, 18 required for the cleaning
of jets under industrial conditions. A gererator with
this power {8 able to carry ocut a8 simultaseous cleaning
of several scores of jets. The cleaning of jets takes
4-6 min. instead of hours, as In the case With the
chemical method applied st presem. The ultrasonic
treatment does not corrode the spinning jets and does
nat affect the dimensions or the shape of the orifices.

01-15473

I. Tuxtile industry--
Equipment |
2. Ultrasonica--Applications
J. Title: Spianing jets
1. Goryachko, G. V.
11. Lartonov, N I.
111 Glazkovekly, Yu. V
1V . Courtaulds ML-3193
V. DSIR LLU M. 2335
V1. Courtaulds Lad. (G1. Brit.)

166622

OMics of Tochalcol Sorvices

(Materials--Textiles,
TT. v. 5, no. 12)
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(Ml436%
Conference of Specialists in Chemical Fiber
Production of the Participating Countries 6f the
Council of Economic Mutual Aid, 3 PP

RUSSIAN, per, Khim Volokna, No 1, 1960, p T5.

s 6154

8¢1 - Misc

23 Aug 60
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62-12161
Beder, N. M., Geller, B. E., and Pakshver, A. B.

MOLECULAR COMPOSITION OF POLYACRYLO- 1. Beder, N. M.
NITRILE. [1961]) 6p. 1. Geller, B. B.
Order fram ATS $9.15 ATS-44N56R |II. Pskshver, A. B.
IV. ATS-44NS6R
Trans. of Khim[icheskie) Volokna (USSR) 1960, no. 2, | V. Associated Technical
p. 33-36. ——— Services, Inc.,

East Orange, N. J.
DESCRIPTORS: *Polymers, *Acrylonitriles, Molec-
ular structure

{Chemistry--Organic, TT, v. 7, no. 3) Office of Tachalcsl Services
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Perepelkin, K. V.
RAPID METHOD FOR CONTROL OF THE DEGREE
OF DEAERATION OF VISCOSE AND GTHER SPIN-
NING SOLUTIONS WITH LOW VAPOR PRESSURE.
May 62, 3000 words,
Order from LSA $30.00

Trens. of Khiml[cheskie] Volok[na] (USSR) 1960, no. 24
p. 53-56.

DESCRIPTORS: *Cellulose, Solutlons, Alr, Sepera-
tion, Control, Vapor pressure.

(Materials--Paper, TT, v. 8, no. 4)

62-17250

1. Title: Deseratlon

1. Perepelkin, K. V.

Il. Literature Service
Assoclates, Bound Brook,
N. [

Office of Tochnicel Services
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Conditions for Xanthetion of Alksli
Cellulose, by Ye. M. Nogilevskiy,
M. A. Gingbezg.
RUSSIAN, per, Xhim V. Bo 2, 1960, pp 60-63.
» ’lr% » 4
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Voltelev, Yu. A, and Katorzhnov, N. D.
INCREASING THE HEAT STABILITY OF POLY -
AMIDES BY THE INTRODUCTION OF SMALL
AMOUNTS OF INORGANIC SUBSTANCES. {1962] 7p.
Order from ATS $12.75 ATS-22P61R

Trans. of Knim{icheskic]
p. 6.

volokne (USSR) 1960, no. 3.

DESCRIPTORS: *Polymiers,
tolerance, *laorganic substances.

eAmides, Stabillty, Heat
Thermodynamics.

(Chemistry--Organic, TT, v, 8. no. 4)

APPROVED FOR RELEASE: Monday, July 28, 2003

2003 CIA-RDP91-00929R000100390064-9

62-17710

. Voltelev, Yu. A.
. Katorzhnov, N. D.
ATS-22P61R
. Associated Technical Serve
ices, Inc, . East Orange,
N. ]

OHice of Techaical Services

CIA-RDP91-00929R000100390064-9
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. and Kudryavisev, G.1.
N OF ACRYLONITRILE AND
N AN AQUEOUS soLuTt
UM THIOCYANATE. [1960] 7p.
Order from ATS $12.60

Trans. of Lm:r(wy],vmmwssm 1960, no. 3,

/4% 66"

ON OF

ATS-63M47R

p. 15-18.

L (Chemistry--Orgaalc. TT.v. 5, 80. N

APPROVED FOR RELEASE: Monday, July 28, 2003

CIA-RDP91-00929R000100390064-9

61-12688

1. Copolymerization
2, Viayl cyanide-~
Polymerization
3. Vinyl pyridine--
Polymerization
4. Sodium thiocysnate=~
Chemical reactions
1. Zharkova, M. A
11 . Kudrysvisey,
11 . ATS-63M4TR
1V . Associated Technical
Services, Inc.. East
Orsnge. N. J.

OMhen of Tocholeol Sarvices

CIA-RDP91-00929R000100390064-9
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Manduk, V.
PNEUMATIC TRANSPORT IN THE CHEMICAL FIBER
INCAUSTRY (Pnevmaticheskii Transport v Promyshlen-
nost! Khimicheskikh Volokon), {196k} [12]p. (foreign
tex included),
Order from OTS or SLA $1,60 62-1425¢

Trane. of Khimficheskiel Yolokna (USSR) 1960, no. 3,
p. 48-50.

DESCRIPTORS: *Pneumatic systems, *Conveyors,
*Synthetic flbers, industrial equipment,

The concrete examples given for the application of
pneumatic conveyors in Industrial chemical plants show
the sultability of theae conveyors for transporting
varlous materlals, The method of transport described
can be recommended for use In the production of
vlscose and aynthetic flbers. (Author)

(Machinery- -Transport, TT, v. 8, no. N

62-14259

1. Manduk, V.

Office of Tochalcel Services
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Scinm

Apr 61
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AQUEOUS METHOD OF PRODUCING NITRON

RIDER. (1961] 9p. 6 refo. )
gﬁ:’?m RIS sIs.oo RIS C-143

Trans. of Khimich{eskie] Volok{na] (USSR) 1960
foo. 4] p. 10°13.

DESCRIPTORS: sAcrylonitriles, Sgynthetlc fibers,
Processing.

(Mmcrials--'rcmlca. TT, v. 6, no. B)

APPROVED FOR RELEASE: Monday, July 28, 2003

Kotina, V. Ye., Bunareva, Z. S., and Xosovs, R. M
B

CIA-RDP91-00929R000100390064-9

61-22192

L Kotina, V. Ye.
IL Bumarevs, Z. &

fIL Kosovs, R. M.

Iv. RISC-143
V., Research Information
Service, New York

Y

193168

OMice ol Tochaleel Services

CIA-RDP91-00929R000100390064-9
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63-10785
Krainova, K. Ni, and Lomako, A, V.,
COLCRIMUTRIC METHOD QF DETERMINING 1. Krainova, K. A,
TITANIUM DIOXIDE CONTENT. 19 July 62, 9p. 3refs{ II. Lomako, A. V
Crder from OTS or StA $1,10 63-10765

Trans, of Khlnlg icheskie] Volokna (USSR) 1960,
no. 4, p. 69-71.,

DESCRIFTORS: *Thanium compourxis, Diaxides,
*Colorimetry, Quantitative analysis, Hydrogen
compounds, Peraxides, Optical propertles, Statistical
data,

{Chemistry--Analytical, TT, v. 10, no. 1)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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rties of
riation iun Phyeics-!hchanical Prope
&V'hi:czze-'rype Cord, Deperding oun Its Structure and
the Technology of Fibre Formation, by V. A.
Usanko, et al.

RUSSIAN, per, Xhim Volckme, o 5, 1960, pp 37-40.
WLL M. 3370

/72, 22¥

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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Investigation of the Conditions for ?.:inzmducﬂon
o? Acrylonitrile ] et Vinyl Pyr 0 ves
Copolyner, Suitable for the Spluning o Xi s

by M A. Zmrkova, et al.

RUSSTAR, por; Tnim Voloke, Ho & 6, 1960,
vp 15-19. T

¥LL M. 3764

211,546

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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Influsnce of Count Irregularity, Brealdng

Load and Breaking Elongation of Single

Viscose Fibers on Breaking Length of Staple,
by N, A, Novikov,

RUSSIAN, per, Khimichesklie Volokna, No 6, 1960,

pp 43-49.
NTC-71-12469-11E

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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Butorina, E. F. and Matveev, Yu. 1,
DETECTION OF DEFECTS IN ACETATE RAYON BY
MICROANALYSS (Oboaruzhenie Defektov Ars
Shelka s Pomoshch'yu Mikroanaliza). 4 June 62 [6]p.
(foreign text included).
Order from OTS or SLA $1.10 63-10812

Trans. of Khim{icheskie] Volokna (USSR) 1960, no. 6,
p. 57-58, .
Another trans. is available from OTS or SLA $1.10
as 62-15374, DSIR NLL M. 3237, 27 Mar 61, 4p.

DESCRIPTORS: *Cellulose acetates, *Rayon fibers,
$Synthetic fibers, Plastics, Textile industry, Detection,
Microanalysis.

{(Materials- -Textiles, TT, v. 10, no, 3)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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(WY -3000/46)

Results of the Activities of the Chepical Fiber
Industry in 1060 and the Tasks for 1961, 6 pp.

RUSSIAR, per, Khimiches
PP 1, 2.

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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« difect of Shruevwre ond fumber of Ind Groups
the Poiymer on the Dyeing of Polyacryicnitrile

Lie

L ‘-fa.‘b’ ll‘)‘ t’\' "‘l. GGllC'i.‘, l"’-- Bt PSRS'QVG':‘.

fLrUIhd, per, Ko Volokua, Ko 1, 1961, pp 17y 18,

i 1. 3623

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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CAUSES OF VINOL YELLOWING DURING THERMAL
TREATMENT AND THE METHODS OF AGEING, BY
L. A. WOLF, ET AL.

im Volokna,
RUSSIAN, PER,/NO 1, 1961, PP 19=21.

NLL M.348%

SCl = CHEM

JUN 62

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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The Use of Electrically iicated Spinning Heads in the
Manufacture of Capron Fibres, by G. P, Savin,

RUsSTAN, per, Khimicheskie Volokna, No 1, 19s6l,
pp 33-37, e

GB/39/R and T 406 Fib,

sSci
ghec 62

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9
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Mogilevakii and others.
MODIPICATION OF THE PROPBRTIES OF VISCOSE
FIBERS, {16 Apr 63] 10p. 19 refs.
Order from OTS or SLA $1.10 63-18364

Trane, of Khim|icheskie] Valokna (USSR) 1961, no. 1,
po3-%. —

DESCRIPTORS: *Fibers (Synthetic), *Viscosse,
Rayon, Elasticity, *Protective treatments, *Amines
*Exhyl radicals, Chemical reactions, Solutions,
Polymers, Mechanical properties.

Elastic properties of rayon can be improved by
treatmant with monoethylamine, Wearability can be
increased by coating rayon with a film of synthetic
polymers. {Author)

(Engineering--Chemical, TT, v. 10, no, 11)

APPROVED FOR RELEASE: Monday, July 28, 2003

CIA-RDP91-00929R000100390064-9

CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

62-34194
Rogovin, Z. A., Rozhacskays, F. M., and . :
Perepechkin, L. P. 1. Rogovin, Z. A.
SPINNING OF TRIACETATE STAPEE FIHER. {1962] 8p.{ 1. Rozhanskaya, P. M.
Order from ATS $13.50 ATS-24P63R M. Perepechkin, L. P.
IV. ATS-24P63R
Trans. of Khim[icheskie] Volokna (USSR) 1961, no. 1, V. Associated Technical
p. 48-31. Services, Inc., East
Orange, N. |
DESCRIPTORS: *Synthetic fibers, ®Acetates, Manufac- .
turing methods.

{Materials--Textiles, TT, v. 9, no. 1)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003

Belitsin, M. N.
THE EFFECT OF THE PROPERTIES OF SINGLE
VISCOSE FIBERS ON THE PROPERTIES OF TWISTED)
YARN (Vliyanie Svoistv Niskoznykh Zlementarnykh
Volokon na Svoistva Krucheno! Niti). 24 May 62 [26]p.
18 refs.
Order from OTS or SLA $2.60 63-10789

Trens, of Kblm|lcheslde| Volokna (USSR) 1961, no. 1,

p. 60-67. =
DESCRIPTORS: *Viscoee, *Fibers, Mechanical

properties, Processing, Mathematical analysis,
Textiles, Fibers (Synthetic).

(Materials--Textiles, TT, v. 9, no. 12)

APPROVED FOR RELEASE: Monday, July 28, 2003

CIA-RDP91-00929R000100390064-9

63-10789

1. Belitsin, M. N,

Offics of Techwicsl Ssrvices

CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

63- 107853
vaying, 15, A., Ozerntkovs, B, 1, omi others,

F ECT GF THE NUAMBER ARD DIAMETER OF . Titde: Spinneret
SERET OMUFICKES ON THE PHYSICAL -MUCIHTAN- . Sporyagln:, E, &,

: 'TIFES OF CORD YARNS, 4 June 62, 6p. . Ternikova, AL

TS or SLA $1. 10 63-10783

Trans, of Khim{icheskiel Volokna (USSR) 1961, no. !,
p. 65-69.
Ancther truns, s avallable from ATS $5. X as
ATS-21P03R 19621 4p,

DESCRIFTORS. “Textiles, *Machines, *Cordage,
*Flters, Physic.] propertics, Mechanic:l properties,
Deslgn,

The physical-mechanical properties of cord yarn ob-
t:ined with spinnerets of different types were studied.
Among .1l experimental splnnerets the best physical-
:nechanleal properties were obtalnes with spinnerets
(Materlala--Textlles, TT, v. 10, no, 1) {over) Difica of Jecheicel Services

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

mpdification of the Properties of Polypropy-
1ene Fibre by Crafting, by L. Cdor, F.
Helein, : : R

RUSSYAN, per, Kuim Volokns, Xo 2, 1961,
m 18"22- - M

- KL M.34%75

S;i ;—Chem
hpe 62 /92,8/3

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

62-20028
* Grishcheako, A. Z., Bezoosyak, U, L. and others.
AUTOMATIC REGULATION OF LEVELS IN EQUIP- 1. Tltle: Caprolactams
MENT FOR THE CONTINUOUS P{LYMERIZATION 1. Grishchenko, A, Z.
OF CAPROLACTAM. Feb 62 [Slp. 1I. Bezoosyak, U. L.

Order from QTS or SLA $1. 10 62-20028

Tnzrsl. of Khimichegkle Volokna (USSR) 1961, no. 2,
P 23-U4,

DESCRIPTORS: *Flbers (Synthetic), Polymerization,
Lactams, Industrisl equipment, Automatic, Control.

(Materials--Textlles, TT, v. 10, no. 7)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Shevchenko, A. 8., Konkin, A. A., and'Serkov, A. T,
EFFECT OF POLYETHYLENE GLYCOLS ON VISCOSE
FIBER FORMATION (Vliyanie Poliztilenglikalei na
Protsess Formovaniya Viskoznogo Volokna). 16 Oct 61
[15]p. 20 refs,

Order from OTS or SLA $1. 60 62-14257

Traas. of Khim{icheskie] Volokna (USSR) 1961, no. 2,
- Yook A

DESCRIPTORS: *Synthetic fibers, Rayoa fibers,
oCalluloge, Xanthic aclds, Gels, Viscoslty, *Glycols,
*Hihylenes.

The possiblility of uslng polyethylene glycols with dif-
fering degrees of polymerization (5 to 68 rkm) a8
modiflers during viscoee fiber formation wasinvesti
gated. It was shown that, by Increzalag the degree of
polymerization of polyethylene glycol, the rate of xan-
{Materials--Textlies, TT, v. 9, 0O, 4) (ovre)

62-14257
1. Shavchenko, A. S.

il. Konkin, A. A.
1. Serkov, A. T.

Office of Techsicsl Services

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Varnished Cellopkane, by L. I. Bperanskiy.
RUSSIAR, per, Kniniya Volokma, Fo 2; 3961, vp 33-37

HLL M. 3527

204,873

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Gel'perin, N, L and Krokhin, N. G.
FLOW OF VISCOUS LIQUIDS FROM SMALL
SPINNING HOLES (SPINNERET). [21 May 63] {0]p.
14 refs,
Qrder from OTS or SLA $1. 60 63-18280

Trans, of Xhim[icheskie] Volokna (USSR) 1961, no. 2,
p. 40-46.

DESCRIPTORS: Textile industry, $Viscose, *Celluloas

acetataa, Liquids, Solutions, *Fibers (Synthatic),
Fluid flow, Water, Minerala.

The behavior of viscose and cellulose acetate solutions
used for producing synthetic fibers, which are spun by
the flow of these solutions through spinnerets, was
investigated. In order to compare the experimental
dats, the flow of watar and mineral oil through the
same gpinneret was also investigated.
(Materfals--Textlles, TT, v. 10, no, 11)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

(5¥-1879)

On Chemical Fider Quality, 6 vp.

RUSSIAN, per, Khim Volokna, No 3, 1961, pp 1-2.

JPRS 10518

/7.2, F2

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

A Study of the Properties of Polyaerylonitrile
Solutions, by N. M. Beder, A. B. Pakshver,

RUSSIAN, per, Khimicheskiye Volokna, No 3,
1961, pp 2288, -

HLL M. 3570

207,566

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Palladov, S. S. and Sklysnnikov, V. P.
A TESTING MACHINE FOR DETERMINING THE
CREASE-RESISTANCE OF FIBER, YARN, AND
FABRIC. [1962] 4p.
Qrder from ATS $7. 55 ATS-10P61R

Trans. of Khim[lcheskie] Volokna {USSR) 1961, no. 3,
p. 48-49.

DESCRIPTORS: *Flbers, *Threads, *Textiles, Test
equipmemnt, Machines,

GsiRY g 6974

{Materlals - -Textiles, TT, v. 8, no. 4)

62-17762

[. Palladov, S. S
I1. Sklysnnikov, V. P.
Ifl. ATS-10P61R
IV. Associated Technical
Services, Inc.,
East Orange, N. |

Office of Tachaical Sorvices

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

63-17750
Malafcev, G. A,
INFLUENCE OF THE CHIMNEY BLOWING CON- . Title: Chimneys
DITIONS ON THE QUALITY OF CAPRON FILA- . Title: Capron
MENT, [1963] 9p. . Malafeev, G, A.
Order from ATS $9. 50 ATS-13Q70R . ATS-13Q70R
Associated Technical
Trans. of Khim|icheskie] Volokna (USSR) 1961, no, 3, Services, Inc.,
p. 63-67.° East Orange, N. |.

DESCRIPTORS: *Filaments, *Fibers (Synthetic).

(Materials--"Textiles, U, v, 10, no, 7)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Kraipova, K. M. and Lomako, A, V.
NEW PROCESS FOR CLEANING STEEL SPINNING
SPINNERETS. [1963] 2p.
Order from ATS $2,00 ATS-12Q70R

Tnzns. of Khim[icheskie] Volokna (USSR) 1961, no. 3,
p. 68, —

DESCRIPTORS: *Steel, Cleaning, Textiles.

(Materlala--Texttles, TT, v, 10, no. 6)

0Mice of Techaltal Services

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

62-189%69
Kudryavtsev, G. 1., Matyash, T. A. and others.
HYDRAZIDATION OF POLYACRYLONITRILE FI- I. Kudryavtsev, G. L
BERS. 25 July 62 [17]p. 6 refs. fi. Matyash, T. A.
Order from OTS or SLA $1.60 62-18969

Trans, of Khimficheskie) Volakna (USSR) 1961, no. 4,
p. 13-19, ©mee oo s

DESCRIPTORS: *Acrylonitrile polymers, *Fibers
(Synthetic), *Hydrazines, Chemlcal reactions, Dyes,
Synthet!c fibers, Fibers.

The reaction of hydrazine hydrate with an acrylont-
trile-methy} acrylate copolymer was studied under het-
erogeneous conditions, using a SOX. slcohalle solutlon
of hydrazine hydrate and pure bydrazine hydrate. I
was found that the optlinum conditions for forming hy-
drazide and other baslc groups in the copolymer, which
make it dyeable with acid dyes, are treatment with al-
(Chemistry--Organic, TT, v. 9, no. 7) ({over)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

63-10806
Serkov, A. T., Kotomina, 1. N., and Shubina, E. V.

SURFACE PHENOMENA DURING THE FORMATION I. Serkov, A, T.
OF VISCOSE FIBERS, 11 (Issledovanie Poverkhnos]- 1. Kotomina, 1. N.
nykh Yavlenli pri Formovanli Viskozaykh Volokon). N1, Shubina, B, V.
15 June 62 [B]p. (2 figs. omitted, forelgn text included)
4 refs,
Order from OTS or SLA $1.10 63-10806

Trans, of Khim|icheskie] Volokna (USSR} 1961, no, 4,
— Y

p. 33-34,
DESCRIPTORS: Surface properties, *Deformatioa,

*Viscose, Pibers (Synthetlc), Production, Extrusion,
Nozzles, Velocity, Textiles, *Flbers.

(Materials--Textiles, TT, v. 9, no. 12)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

62-20027
Gelperin, N. 1. and Krokhin, N, G.
DETERMINATION OF THE RESISTANT COEFFICIENTS 1. Gelperin, N, I,
IN THE MOVEMENT OF VISCOSE AND ACETYL 1. Krokhin, N. G,
CELLULOSE SOLUTIONS, May 62 [10]p. S refs.
Order from OTS or SLA $1.10 62-20027

Trans, othlmllcheskleJ_Volok (USSR) 1961, no. 4,
p. 37-417

DESCRIPTORS: *Fibers (Synthetic), Solutions,
*Celiulose, *Acctyl radicals, *Viscose, Motion,
Resistance, Numerical analysis,

(Engineering--Chemical, TT, v. 9, no. 10) Office of Tachulical Services

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Vasil'ev, Yu. V. and Rogovin, Z. A,
DBVELOPMENT OF A METHOD FOR THE EVALU-
ATION OF THE THERMOMECHANICAL PROPERTIES
OF FIBERS. [1968] 8p
Order from ATS $11.90 ATS-54Q72R

Trans. of Khimichesde Volokna (USSR) 1961, no. 4,
p. 42-46,

DESCRIPTORS *Flbers, (Synthetic) Mechanical
properties, Heat, Textile industry.

(Materjals--Textiles, TT, v. 11, m, 10)

TT-63-22957

1. Vasil'ev, Yu, V,
I, Roso“ﬂp Ze A,
I, ATS-54Q72R
IV. Associated Technical
Services, Inc., East
Orange, N. J.

Office of Technical Services

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

(NY-3000)

Progress in Chemical Fiber Production,
3 pp-

RUSSIAN, per, Knim Volokna, Ne 3, 1961,
pp 1-2. -

JPRS 11566

’ 20
/7,/ A

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

62-10723
Zharkova, M. A., Rassolova, E. A, and others,

THE COPOLYMERIZATION OF ACRYLONITRILE I. Zharkova, M. A.

AND 2-METHYL-5-VINYLPY RIDINE IN AQUEOUS 1. Rassolova, E. A.

gODIUM THIOCYANATE SOLUTION. 18 Dec 61 [lBIp.
refs,

Order from OTS or SLA $1.60 62-10723

Trans. of Khim[icheskle] Volokna (USSR) 1961, no. 5,
p. 13-17.

DESCRIPTORS:; *Acrylonliriles, Methyl radlcals,

Vinyl radicals, Pyridines, Copolymerization, Sodium
compounds, Thiocyanates, Solutions, *Synthetic flbers,
Fibers, Textle industry.

We studied a process for copolymerization of AN with
MVE 10 concentrated NaCNS solution. It was estab-
lished that the polymerization process depends on the
PH of the medium. The copolymerization rate (s higher tee of Techaicel Survices
(Materials--Texttles, TT, v. 7, no. 10) fover) Qffice of Tachnical $ure

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Petukhov, B. V. and Terekhova, G. M.
EFFECT OF POLYESTERIFICATION CATALYSTS ON
SECONDARY PROCESSES DURING THE SYNTHESIS
OF LAYSAN. [1962] 9p. 13 refs.
Order from OTS or SLA $L. 10 62-14895

Trans. of Khimficheskie] volokna (USSR) 196, no. 5,
p. 24-27, T

DESCRIFTORS: *Polyethylene plastics, *Mhthalates,
Synthesis, Esterification, Catalysts, Zinc coinpounds,
Manganese conmpounds, Cobalt catalysts, Ethylenes,
Glycols, Dehydration, Pyrolysis, Oxidstion, Meltinyg,
Colors,

In choosing o catalyst for the synthesis of polyethylene
terephtiatate (PE'1), i ts unportant to consider the de-
srev of thermadestructive processes which arecaused
by the catalysts. Various catalysts of polyesterification
(Materials - -Plastics, TT, v. 9, no. 4) {over)

62-14595
{. Title: Lavsan

t. Petukhov, B, V.
1. Terekhova, G. M.

Ofice of Trchmical Sarvices

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

: mdd&q.ndd:hmmh
;..q-‘cy. Dissolved sir doss not tnflusnce viscose
'xm‘ aa:a the ' xr’oht'n

process of  the presence
:“Mh converted hmo sulfide. The -

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

SOME PROPERTIES OF CONCENTRATED SOLUTIONS OF
POLYVINYL ALCOHOL, BY K, E. PEREPELKIN, G, V,
KONSTANT | NOVA,

RUSSIAN, PER, KHIM VOLOKNA, NO 6, 1961,
PP 19=22.

NLL M. 3779
SCl = CHEM

oCcT 62

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Construction of Apparatus for the Comtinuous
Yanthation of Alkxalt Celluloss, by O. P. Rassolov,
A. B. Pskshver.

RUSSIAN, per, Xhim Volokna, o 6, 1961, pp 33-35.

NLL ¥ 3995 .
227397

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Poymer-like Conversion of Synthetic
Fiber-forming Polymers. Aminolysis of
Ester Groups in Polyacrylontrile-ueth-
ylmetacrylate, by G. I. Kudryavtsev,
E. A. Rassoslova.

RUSSIAN, per, Khimicheskie Volokns, No
1, pp. 36580 pp. 36-40.

NTC 69-10651-11E

Sci-Mat
July 69

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

63-18269
Veideman, B. B. and Meos, A. L.

A METHOD OF REDUCING THE AMOUNT OF 1. Veideman, E. B.

HYDROGEN SULFIDE RELEASED FROM THE COAG- | 1. Meos, A. 1.

ULATING BATH IN VISCOSE RAYON PRODUCTION.

{8 Feb 63} [11]p. S retn.

Order trom OTS or SLA $1.60 63-18269

Trans. of Khim{icheskie) Volok{na] (USSR) 1961, no. 6,
p. 39-41.

DESCRIPTORS: *Rayon, *Viscose, Production, Cosgu-
lation, *Waste gases, Hydrogen compounds, *Sulfides,
Oxidation, *Sodium compounds, *Sulfites.

The {nfluence of sodium sulfite on the variation of the
amount of hydrogen sulfide given off under the direct
effect of the coagulating bath W the viscose was studied.
It was shown that the addition € 1-1.5% of sodium
sulfite to the coagulating bath reduces the smount of
hydrogen sulfide given off in the viscose rayon produc- Oftice of Techaitsl Services
(Matertals- -Textiles, TT, v. 10, po. 12) (over)

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

. 63-10808
Baibakova, Z. V., Rozhanskaya, F. M., and
Rogovin, Z. A, . Balbakova, Z. V.

THE PRODUCTION OF STAPLE FIBER FROM . Rozhanskaya, F. M,

SOLUTIONS OF TRIACETYL CELLULOSE IN Rogovin, Z. A.

ACETIC ACIO. 1 June 62, 8p. 3 refs.

Order from OTS or SLA $1.10 63-10808

Trans. of Khim(icheskie) Volokna (USSR) 1961, no. 6,
p. 46-48, -

DESCRIPTORS: *Fibers, Productlon, *Acetyl radicals,
Cellulose compounds, *Acetic aclds, Mechanical
properties, Fibers (Synthetic).

A method for producing triacetate staple fiber from
acetic acid solutions of cellulose triacetate was
developed and the main process parameters were
estabilshed. The relation between process parameters | (Materlals--Textiles, TT,
and the physical and mechanical properties of the fiber | v. 9, no. 12)

was examined. (Author) Offica of Techsical Services

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Doiustring Polyamida Resin Daring Production,
by V. M. Fharitcoov.

RUSSIAN, per, Khim Volokna, To 6, 1961, pp 56-57.
RI1, M 8392

got - Chem

Mar 63

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Method of Removing Polyemids Resin From Spinnerets,
V. M. Knaritonov.

RUSSIAN, per, Khim Volokna, No 6, 1961, pp 58-39.

NLL M 8891

ST,

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

63-18400
Monastyrenko, E. M. and Tochilina, L. P.
LOSS OF STRENGTH BY TIRE CORD ON TWISTING. 1. Title: Twisting machine
[7 Mar 63] 4p. 2 refa. 1. Monastyrenko, E, M.
Order from OTS or SLA $1.10 63-18400 11. Toctilina, L. P.

Trans. of Khim{icheskie] Volokna (USSR) 1961, no. 6,
p. 66. R T

DESCRIPTORS: *Tires, *Viscose, *Cordage, Fila-
ments, Denaity, Humldity, Temperature, Stresses,
Mechanical propertles.

The loas of strength by tire cord in the twisting proc-
€ased was found to diminish with increase of the linear
denslty of the individual filaments making up the yarn.
Increased relative humidity and temperature in the
twisting room, as compared to the established
standard, leads to an Increase in the strength loss of
cord yarn. (Author)

(Materials--Rubber, TT, v. 10, no. 11}y Offica of Techaical Serviens

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Produstion of ¥o. 10.7 Kepron Cord, by
Ihuamd'lwl “do

BUSSIAN, per, Khim Volokna, No 1, 1962,
P_D 7.80 )

WL Ref: 58238.%4 1962 (10095)
(Loan)

:32377

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

Production of c.f. Kapron Without Pretwisting,
by I. V. Gritskov.

m’ m' mm’bl, w’naﬂgg

HLY, Bef: 5808.b 1962 (1000%)
(Lom)

a1 &3 23E3 7%

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9

by B. V. Petukhov, 8. N. Koodreshovae,
RUSSIAN, per, Khim Volokna, No 1, 1962, pp 53-60.

MY Ber: 5888.h 1962 (20093)
Loan)

ot ;Z,s 37/)FA R+T S8
Jul 63 RIE SF

APPROVED FOR RELEASE: Monday, July 28, 2003 CIA-RDP91-00929R000100390064-9



APPROVED FOR RELEASE: Monday, July 28, 2003
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